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Mobilgrease XHP Mine Series
Mobil Grease , South Korea
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100 MINE 320 MINE 321 MINE 322 MINE
== NLGI 0 NLGI 0 NLGI 1 NLGI 2
ES=H =€ s 2L s SESHA els 32U A s 32 A
Base Oil Vi ity of G @ 40 C, 2/s,
A:;j: 16|97 iscosity of Greases mm2/s 100 320 320 320
Al FOFAH S| M- E M S|AM-AEHM S|M-HZM ojA-ZEM
Copper Strip Corrosion, Rating, ASTM D4048 1A 1A 1A 1A
Corrosion Preventive Properties, Rating, ASTM 5t 21 —_— Spsy -~
D1743 B = = =
&M F, °C, ASTM D2265 200 270 270 270
Four-Ball Ext P Test, Weld Load, kdf,
AoSt-JI_r’\A;%;éreme ressure Test, Weld Load, kgf, 315 400 400 400
Eozuzzzall Wear Test, Scar Diameter, mm, ASTM 04 04 04
Four-Ball Wear Test, Scar Diameter, 40 kg, 1200 04
rpm, 1 h, 75 C, mm, ASTM D2266
Molybdenum  Disulfide Content, wt %, 5 5 5 5
CALCULATED
Penetration, 60X, 0.1 mm, ASTM D217 370 370 325 280
gjllmsntje’\t:gt_?—/,MP;:Zg?tion Consistency Change, +14 0 +10 +10
US Steel Mobility @ - 20 F, g/min, AMS 1390 32
US Steel Mobility @ -12 C, g/min, AMS 1390 11
US Steel Mobility @ 20 F, g/min, AMS 1390 15
Water Sprayoff, Loss, %, ASTM D4049 28 16
Water Washout, Loss @ 79 C, wt%, ASTM 10 5
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